Free linear strain (%)

Lithium occupation and chemical expansion

— 9% full-occupation volume change

3.0 A

2.5 A

2.0 A

1.5 1

1.0 A

0.5 A

0.0 A

0.0 0.2 0.4 0.6
Occupied-site fraction

0.8

1.0




